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The characteristics and 
performance of the 

most promising types of 
advanced batteries, i.e. 
the lithium metal, the lith-
ium polymer and the lith-
ium in batteries, are here 
briefly described and dis-
cussed. The present trends 
in our emerging tech-
nology strongly rely on 
portable electrical power 

sources such as electrochemical batteries. For instance 
popular electronic devices, e.g. cellular phones, cam-
corders and computers, need suitable batteries for their 
operation. Adequate batteries are also requested for pro-
moting the wide commercialization of electric vehicles. 
These requests are not properly met by conventional 
batteries. The principal problem is that their electrode 
combinations have limited specific capacity (i.e. limited 
ampere-hours per gram of reactants) which is reflected 
in their relatively low energy density (i.e. limited watt-
hours stored per weight or per volume of the battery) 
This is shown in Figure 1, which illustrates the rela-
tionship between gravimetric (Whkg-1) and volumetric 
(Whdm-3) energy density.

It is evident that conventional batteries, such as lead-acid 
or nickel-cadmium, are capable of providing only modest 
energy contents. Although systems with improved design 
and electrode configuration, such as the nickel metal hy-
dride battery, may give somewhat higher energy density, 
it is clear that a major increase in energy content can only 
be achieved through the development of new, advanced 
batteries that are capable of at least doubling the energy 
values of the conventional ones. To achieve this goal the 
use of high capacity electrode materials is the essential 
factor. Alkali metals are the obvious choice research of 
new, high-energy, power sources appears today that direct-
ed to the development of lithium batteries. In fact, lithium 
is more easily handled than other alkali metals and, most 
significantly, it is the lightest and the most electropositive 
of the family. In its essential structure, a rechargeable lith-
ium battery is formed by a lithium metal anode (hence 
the name lithium battery), a lithium ion conducting elec-
trolyte and a lithium-ion-accepting cathode material. The 
latter is based on compounds having an open structure 
capable of accepting and releasing “x” number of lithium 
ions per mole. These materials are usually called “lithi-
um intercalation cathodes. The overall electrochemical 
process of a lithium battery is schematically illustrated in 
Figure 2. During discharge it involves the dissolution of x 
lithium ions at the anode, their migration across the elec-
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trolyte and their insertion within the crystal structure of 
the host cathode compound, while the compensating elec-
trons travel in the external circuit to finally be injected in 
the electronic band-structure of the same compound. The 
charge process is just the opposite. The electrochemical 
process can be then written as:

       discharge

xLi + AzBy ↔ Li(AZBY) 1)
                             charge

where AzBy is a generic intercalation cathode.
Therefore, any liquid or solid material characterized by 
fast lithium ion transport can be used as an electrolyte 
medium for these batteries. Traditionally, the most com-
mon examples of electrolytes for lithium batteries are 
liquid solutions of lithium salts in aprotic organic solvent 
mixtures. […] Beside liquid, also solid, i.e. crystalline or 
glassy compounds having vacancies or interstitial defects 
energetically favorable for Li+ transport and polymers, 
i.e. lithium ion conducting membranes, can be used as 
electrolytes in lithium batteries. Some typical examples 
of liquid and solid electrolytes of common use in lithium 
batteries are listed in Table 1. The most popular Li inter-
calation cathode compounds employed in lithium batteries 
(i.e. the AzBy compound in Eq. (1)) are vanadium oxides, 
e.g., V6O13 and V2O5 titanium disulphide, TiS2, molybde-
num disulphide MoS2 and manganese oxide, MnO2. The 
amount of lithium which can be reversibly intercalated in 
the various cited compounds, sometimes called the “in-
tercalation level”, and which determines the capacity of a 
given battery, varies from case to case. Very interesting in-
tercalation cathode materials for lithium batteries are man-

ganese dioxide-based compounds. Manganese dioxide is a 
cheap, readily available and is used world-wide as a sol-
id cathode for primary liquid cells. During the last years 
remarkable progress has been made in the development 
of spinel-type manganese dioxide for rechargeable cells. 
Of particular interest is the LiMn2O4: compound which is 
available in two forms, i.e. a high voltage (about 4 V vs. 
Li), Li(1-x)Mn2O4 form which is capable of releasing lithi-
um ions, and a low voltage (about 3 V vs. Li), Li(1+x)Mn2O4 
form which is capable of accepting lithium ions. The 4 V 
modification is used for lithium ion batteries [...] while the 
3 V modification is used for lithium metal batteries. The 
LiMn2O4 compound has a cubic spinel structure in which 
the (Mn2O4) framework possesses a 3D interstitial space 
via face sharing octahedra and tetrahedra. This provides 
a conducting pathway for Li+ ions which remains intact 
for both lithium insertion and extraction over the -1<x>1 
composition range (Figure 3).

Figure 1 - Comparison of volumetric and 
gravimetric energy content of various 
types of rechargeable batteries

Figure 2 - Schematic illustration of the 
basic electrochemical process of a 
lithium battery

Figure 3 - Schematic view of the 
structure of spinel LiMn2O4

Electrolyte Status
Average 

conductivity 
(Scm-1)

Applications

LiAsF6-2Me-THF-EC liquid 8x10-3 lithium metal

LiCF6SO3-PC-1,2DME liquid 6x10-3 lithium metal

LiPF6-EC-DMC liquid 6x10-3 lithium ion

PEO-Li(CF3SO2)2N solid 10-4 (80 °C) lithium polymer

PEO-LiCF6SO3+γ-LiAlO2 solid 10-4 (80 °C) lithium polymer

PMMA-PC-EC-LiClO4 solid 5x10-4 lithium polymer

PVDF-HFP(+LiPF6-EC-DMC) solid-liquid 10-3 lithium ion plastic

PMMA-EC-DMC-LiClO4 solid 10-3 lithium ion plastic

Table 1 - Basic properties at room temperature of some examples 
of liquid, solid and polymer electrolytes for lithium batteries


